1.3 GHz RF 9 CELL CAVITY
TB9AES008
VISUAL INSPECTION OUTER SURFACE
INSPECTOR:  Robert Riley

Date:  May/13/2009
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Brown discoloration on some cells (cell position CP14)
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Bolt mark:  field probe end; End tube; 09:00
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Weld gap:  Field probe end; End tube to End disc weld; 09:00
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Weld void:  HOM1
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Weld void:  HOM2
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Scratches:  Main coupler end; Beam tube; Inside Diameter; 05:30
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Divot:  HOM1 end
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