1.3 GHz RF 9 CELL CAVITY
TB9RI019
VISUAL INSPECTION OUTER SURFACE
INSPECTOR:  Robert Riley

Date:  June/15/2009
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Gouge:  Cell Position 18;  07:00
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Blemish:  Cell Position 10;  06:00
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Discoloration:  HOM 2 weld
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Discoloration:  Main Coupler weld
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