1.3 GHz RF 9 CELL CAVITY
TB9RI019
VISUAL INSPECTION SEALING SURFACES
INSPECTOR:  Robert Riley

Date:  June/15/2009
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Scratch:  Field probe end; End flange; Sealing surface; 06:30
[image: image2.jpg]



Scratch:  Field probe end; End flange; Sealing surface; 06:00
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Unusual weld & Imbedded material from polishing?:  Field probe end; End flange; Sealing surface; 09:00-12:30
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Field probe flange
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Scratch:  HOM2 flange; Sealing surface; 10: 00
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Deformed hole:  HOM2; 01:00
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Imbedded material from polishing?:  Main coupler end; End flange; Sealing surface; 10:00
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Ding:  Main coupler end; End flange; Sealing surface; 05:30
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Scratch:  Main coupler end; End flange; Sealing surface; 12:00
[image: image10.jpg]



Scratch:  Main coupler end; End flange; Sealing surface; 06:00
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HOM2 flange
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Welds:  Main coupler flange
