1.3 GHz RF 9 CELL CAVITY
TB9RI024
VISUAL INSPECTION SEALING SURFACES
INSPECTOR:  Robert Riley

Date:  July/08/2009
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Scratch:  Field probe end; End flange; Sealing surface; 0330
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Scratch:  Field probe end; End flange; Sealing surface; 1200
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Scratch:  Field probe end; End flange; Sealing surface; 0500
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Scratch:  Field probe end; End flange; Sealing surface; 0600
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Field probe end; End flange; Sealing surface
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Field probe flange
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Field probe flange after scratched
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HOM2 flange sealing surface
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Scratches:  Main coupler end; End flange; Sealing surface; 1200
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Scratches:  Main coupler end; End flange; Sealing surface; 0600
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HOM1:  Sealing surface
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Main coupler:  flange
