TE1PAV-04

Inspected by:  Oscar Lira
September 17, 2010
PAVAC Single Cell Cavity – Incoming Visual Inspection
TE1PAV-04
1) Beam Tube was machined flush with flanges sealing surfaces (Missing 82.00mm Diameter X 1mm step)
2) Flanges Bolt pattern are rotated by .92  Deg. to each other
3) Pitted spots on sealing surface of  Flange 1 @ 9:00
4) Pit on outside Half Cell 1 @ 10:00

5) Unable to determine sheet side of  Half  Cells  by serial number
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