TE1CATLZW001
Inspected by:  Oscar Lira
April 17, 2013


Single Cell Cavity – Incoming Visual Inspection
TE1CATLZW001


1) Flanges sealing surfaces have some scratches and dents 
2) Flange 2 sealing surface has an angle machined not shown on drawing
3) Flange 2 Sealing Surface +1.0mm  dimension measures  -3.0mm to Beam Tube Face
4) Flange 1 is missing Beam Tube 1 mm step, it was welded to flange sealing surface
5) Flanges Bolt pattern are rotated by 8.24  Deg. to each other
6) Cavity received pressurized with Argon gas ,Teflon gaskets were used 
7) No Serial Number found on Cavity
8) No identification number on Flanges
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