B9AS-PAV-104

Inspected by:  Oscar Lira
October 2, 2014
PAVAC Single Cell Cavity – Incoming Visual Inspection
B9AS-PAV-104
1. Beam Tubes  and Half Cells are stained outside and inside
2. Light Scratches and stains on sealing surfaces 

3. Irregular Weld between Flanges and Beam Tubes
4. See attached pictures
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