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TB9AES011 and Samples ‐ Nitridization ‐ Process
17 January 2013 ‐ IB4 Furnace

Chamber Pressure

Cavity Temperature

Rate of Rise:
6.44E‐04 microns/min

Recipe
1)  Ramp rate 3°C/min
2)  800°C soakd for 3 hrs
3)  N2 gas bleed at 800°C
for 10 minutes, 2.5E‐2 torr
(25 ± 2 microns)
4)  Cool down


