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TE1AES017 w Samples S & T ‐ Process
12 August 2015 ‐ IB4 Furnace

Chamber Pressure

Cavity Temperature

‐ 1000C 4 hours
‐ cooldown to 800C
‐ 800C 30 minutes
‐ 2 min w N2 @ 25 mTorr
‐ Cooldown

Rate of Rise:
7.71E‐05 
microns/min


