
333251, 333252, 333355 and 333356 Gap Measurements Worksheet

Perform a gap measurement at all 44 thru (.438” diam) holes and the 2 alignment holes. A .010” shim 
penetration of no more than 1/8” in depth is allowable between the FR4 and the honeycomb, from the 
panel outer edge toward the thru hole. Indicate on the below diagram in RED any area out of tolerance 
and indicate the total depth  penetration. Also, identify with a ‘T’ for top and ‘B’ for bottom of the panel where measurement was out of tolerance. Example, if the bottom will accept the shim up to 3/8” in depth 

from the edge, then record it as; 3/8” B.
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Panel Serial No.


